
Rebuild the foundation 
of your patient‘s smile

Cytrans® Granules 
Resorbable Bone Graft Material



Similar composition to natural bone
Cytrans® Granules are composed of carbonate apatite, which is same as the inorganic
component of human bone. Cytrans® Granules are chemically synthesized, without using 
animal derived materials; thus, eliminating the risk of animal-derived infections, such as 
prion disease transmission.

Source: Prof. Ishikawa, Kyushu University, Japan
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Optimal surface for easy handling
Unlike other calcium phosphate materials, Cytrans® Granules are fabricated 
without sintering. Therefore maintaining a rough surface similar to that of 
natural bone. This rough surface makes Cytrans® Granules hydrophilic, allowing 
them to be mixed with blood or saline for easy delivery.

SEM image of Cytrans® Granules surface. 
Source: GC R&D, Japan, Data on file.
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Source: Prof. Masato Matsuo, 
Kanagawa Dental University, Japan
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University, Japan
Resorption of Cytrans® Granules implanted 
to rabbit femoral defect.

Resorption property of carbonate apatite will allow for 
gradual replacement with host bone. Cytrans® Granules 
will be replaced by keeping the function as a scaffold.

Thanks to the excellent osteoconductivity of 
carbonated apatite, early bone formation could 
be expected around Cytrans® Granules.
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SEM image of Cytrans® 
Granules implanted to 
canine tooth socket.

Rebuild the foundation of 
your patient‘s smile
Cytrans® Granules is a synthetic bone graft material having a similar composition with 
inorganic component of human bone. Cytrans® Granules has an unique balance of bone 
formation and bone replacement which helps to keep the volume of regenerated bone 
for a more predictable outcome. Cytrans® Granules is free from animal derived materials 
so patients do not need to be worried about disease transmission, such as BSE.

Unique balance of
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Cytrans® Granules 

Clinical cases of Cytrans® Granules
Ridge preservation: Courtesy of Dr. Hsin-Chiang Lee & Dr. Yusuke Hamada, Indianapolis, IN.

Pretreatment clinical presentation. Horizontal tooth 
fracture on #29 was noted. 

Extraction was completed. Cytrans® Granule was grafted 
into the extraction site. 

Pretreatment radiograph of the maxillary right first 
molar site. There is 4 mm of bone beneath the sinus.

Sinus floor elevation: Courtesy of Dr. Paul Rosen, Yardley, PA./ New York City

Clinical view of the implant site upon flap reflection. 
There is good width for an implant to be placed.

Osteotomy has been prepared for an internal sinus 
lift to be performed.

Sinus membrane has been elevated using Cytrans® 
Granules graft material.

Clinical view 7 months following surgery of 
completed crown.

Radiograph of restored dental implant 
demonstrates that 6 mm of sinus floor elevation was 
achieved using Cytrans® Granules. This allowed for 
a 5mm wide by 10mm long implant to be placed at 
time of surgery.

Histological outcomes: The specimen was obtained 4.5 months after ridge preservation. 
a. 6mm bone core specimen obtained with 2mm trephine bur.
b. Panoramic view of biopsy specimen (H&E stain), high ratio of new bone with residual Cytrans® Granules.

Radiographic assessment of implant placement. 

Flap reflection on #29 4.5 months post-extraction, 
minimum amount of residual Cytrans® Granules was 
noted on the crestal area. 



Cytrans® Granules 
Resorbable Bone Graft Material

GC America Inc.
3737 West 127th Street,

Alsip, IL 60803 U.S.A.

Tel  +1.866.563.7339

https://www.gc.dental/america/ 

SKU	 Size	 Amount
014360	 S Size	 0.25 g
014362	 S Size	 0.5 g
014361	 M Size	 0.25 g
014363	 M Size	 0.5 g
014364	 M Size	 2.0 g
10041295	 L Size	 0.5 g
10041296	 L Size	 2.0 g

L size (1.0-2.0 mm)

For more clinical cases and product information, 
scan this QR code.

M size (0.6-1.0mm)S size (0.3-0.6mm)


